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liquid-crystal mirrors
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We present what we believe to be the first implementation of a Fabry-Perot (FP) etalon using polymer
cholesteric liquid-crystal mirrors. These polymer mirrors have each been fabricated onto a single substrate,
which allows the FP cavity spacing to be only a few micrometers wide. For the experimental results presented,
cavity lengths of 13.8 and 7.6 pm yield near-infrared free spectral ranges of 24.8 and 45.6 nm, respectively.
The measured finesse of 14.31 is approaching the limitation imposed by the reflectivity of the mirrors. O 1999
Optical Society of America
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Cholesteric liquid crystals were the first iiquid-
crystall ine phase observed.l These materials occur
naturally, but they can also be synthesized by addition
of chiral dopant to a nematic liquid-crystal host.
Consequently, they are often called chiral nematics.
The cholesteric structure can be thought of as layers
of planar-aligned nematic l iquid crystals. The direc-
tors within the layers trace out a helix with an axis
perpendicuiar to the nematic planes. A complete 360'
reorientation of the local directors along the helical
axis is termed the pitch, p. These materials exhibit
some unique optical properties, such as large optical
activity and selective reflection, owing to the periodic
variation of the local optic axis along the helix.2

Selective reflection occurs because the periodic
structure forms a unique Bragg grating. The grating
periodicity is experienced only by light having a
circular polarization of the same handedness as the
helix of the cholesteric l iquid crystal. Consequently,
l ight of orthogonal handedness is transmitted. The
cholesteric l iquid-crystal f i lm reflects properly po-
larized i ight maximally at the rvavelength (in the
medium) corresponding to the length of the pitch:
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Here n is the average index of the nematic lay-
ers. Additionaliy, significant refiection occurs over
the band

,\n A.'

ne no

where no and ne are the optical indices of the nematic
layers. Wavelengths rvithin this band that have the
proper circular polarization wili not propagate into
the cholesteric liquid crystal and are reflected with-
out a change in handedness, uniike the case of reflec-
tion from conventional mirrors. The strength of the

reflection depends on the thickness of the choiesteric
film, as does the shape of the reflection band.3 The
unique property of selective reflection in cholesteric
liquid crystals has been used in several applications.a

Recently, it has become possible to attach i iquid-
crystal molecules to a cyclic polysiloxane backbone.s
This results in a crosslinkable polymer that exhibits
a cholesteric l iquid-crystall ine texture. Curing the
polymer into the glass phase results in a solid fi lm.
Proper fabrication of these polymer cholesteric liquid
crystal (PCLC) fi lms onto a single substrate can pro-
duce band-limited polarization-selective mirrors. The
optical quality of these PCLC mirrors is excellent, as
is demonstrated by the implementation of the Fabry-
Perot etalon discussed here.

The abil ity to obtain polymer cholesteric f i im on a
single substrate by use of the procedure that rve have
deveioped suggests that a ciosely spaced etalon rvith a
large free spectral range can be impiemented by use of
PCLC mirrors. A passive PCLC etalon rvas first sug-
gested by Mosini and Tabiryan.6 We have p.opo..d
extending the concept to tunable fi l ters.' Here, the
proof-of-principle implementation of a passive Fabry-
Perot etalon that uses PCLC mirrors, each on a single
substrate, is presented for rvhat we believe to be the
first t ime.

A schematic of the PCLC etalon is shorvn in Fig. 1.
The two mirrors used in this implementation are ap-
proximately 7 pcm thick and reflect more than 75Vo
of left-hand circularly polarized incident light over a
band from 1027 to 1093 nm. The maximum reflec-
tivities for these mirrors arc 82Vo at ,\o : 1058 nm
for the first mirror and 80Vo at ,ie : 1067 nm for the
second. Index-matching fluid chosen based on mate-
rial supplier specifications to be as close as possible to
the PCLC rvas placed between the mirrors, which were
gapped by use of L2-p.m giass rod spacers. Although
it rvas not considered by the authors of Ref. 6, index
matching is criticai for polarization purity.8

The top part of Fig. 2 shows the experimental
transmission spectrum for the PCLC Fabry-Perot
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PCLC Mirror
Fig. 1. Schematic detailing
etalon.

PCLC Mirror

the construction of the PCLC
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Fig. 2. Normalized experimental transmission spectrum
for left-hand circulariy polarized light (top) and right-hand
cicularly polarized light (bottom) incident on the passive
etalon with PCLC mirrors. Note the relatively featureless
transmission of the right-hand circularly polarized lighi.

etalon normalized to left-hand circularly polarized
input light. Light from a tungsten filament source
was coll imated and then linearly polarized to -45"

by a Glan-Thompson prism polarizer. This was
followed by a quarter-wave Fresnel rhomb, which
changed the light to left circular poiarization. The
circularly polarized light was sent through a pinhole to
the Fabry-Perot etalon. A 20x microscope objective
coupled the transmitted iight to the fiber input of
an Ando Model AQ6315A optical spectrum anaiyzer.
For the transmission spectrum shown in the top part
of Fig. 2 the free.spectral range is 24.8 nm, and the
FWHM is 1.974 nm, resulting in a finesse of L2.56.

This spectrum indicates that the cavity is approxi-
mately 13.8 pcm thick.

Shown in the bottom part of Fig. 2 is the transmis-
sion through the Fabry-Perot etalon for right-hand
circularly polarized light. Ideally the right-handed
light transmission should be unity, but Fresnel losses
reduced it to 75-85Vo throughout the wavelength
region of interest. The relatively featureless tr€urs-
mission of right-handed light demonstrates the
polarization sensitivity of the mirrors.

To provide feedback regarding the behavior of this
etalon, we used the 4 x 4 matrix formalism of Berre-
mane to model the etalon. The theoretical results are
shown in Fig. 3. The loss in transmission where the
mirrors are most reflective is due to changes in the
state of polarization that occur when the refractive in-
dices of the cavity and the cholesteric mirror are not
perfectly matched.

We improved the finesse of the prototype etalon
by placing the Fabry-Perot etalon in a cell-gapping
jig and applying pressure. Using the jig improved
mirror parallelism and decreased the spacing between
the mirrors, resulting in an increase in the finesse.
The measured free spectral range indicates a cavity
length of approximateiy 7 .6 p.m. The PCLC films are
relatively soft, and application of pressure appears
to have embedded the spacers in the films. The
transmission spectrum for improved finesse is shown
in Fig. 4. The free spectral range was increased to
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Fig. 3. Normalized transmission spectrum predicted by
4 x 4 matrix theory for the experimental conditions of
Fig. 2: top, left-hand polarized light incident and bottom,
right-hand polarized light incident
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Fig. 4. Normalized experimental transmission spectrum
showing improved finesse and contrast ratio for the passive
PCLC etalon.

45.6 nm, and the FWHM was 3.187 nm, resulting in
a finesse of 14.31.

The theoretical reflective finesse limit of a Fabrv-
Perot etaion is given by

rr(R,)uzr :7-fi ' (3)

where Ro : (RtR1)u'is the geometric mean of the two
mirror reflectivities. For the mirrors used here the
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theoretical reflective finesse is 14.88. Note that the
transmission near the center of the reflection band is
decreased from -60Vo of left circularly polarized light
in Fig. 2 to 40Vo in Fig. 4. However, the contrast ratio
between the peak transmission and the average out-of-
band transmission improved from 40:L to 62:1.

The proof-of-principle experiment presented here
clearly demonstrates that the optical quality of the
PCLC mirrors is suitable for implementing resonant
devices. Future research will include the use of the
polarization sensitivity of the PCLC mirrors and the
rotative switching of chiral smectic liquid crystals
to implement tunable-wavelength filters,lo which can
readily be made polarization independent.?
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